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Laviosa France sas - France
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Technical data sheet

Foundry
Slag removal

DESCORIL
Granular perlite used as slag removal agent for ladle and oven 
use
DESCORIL, once in contact with the liquid metal, and because of the temperature to which
is exposed, increase the exchange surface, and facilitate the collection and coagulation of
the non metallic phases which, for subsequent interactions, pass to a plastic final system
with high easy flotation.

DESCORIL

APPEARENCE
COLORE

COLEUR

White-gray
Grigio chiaro
Gris-blanc

LOSS IGNITION
PERDITA AL FUOCO

PERTE FEU

[%]

2,8

BULK DENSITY
PESO SPECIFICO APP.

     POIDS SPECIF. THEORIQUE
[kg/l] 1,1

THERMAL EXPANSION
COEFF.ESPANSIONE

EXPANSION THERMIQUE
[%] 25

GRAIN SIZE
GRANULOMETRIA
GRANULOMETRIE

[mm] 0,3-1,0 AND 0,8-2,5

foundry@laviosa.com

Chemical  Analysis 
(typical)

SiO2
72,90%

Al2O3
13,90%

Fe2O3
2,20%

TiO2
0,40%

MgO
0,50%

CaO
1,00%

K2O
5,70%Na2O

3,40%
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